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Paper Fi ,,. (B-G-1) 

Stareh (ll.M-Bll.A} 

Core Fonmir1g AGent: 

ALS or AAS (B-G-1) 

Lignin (B-G-1 :: 

E!ld Trim (B-G-1) 

Potassium SuJ.fate (B-G-l) 
Crn solu~-' -·· '\ 

Retarder (B-v 

Hydrated Lime ::;-;;-\'t-P3) 

Asphal ~ '-'-'-.:.:: :r:~~~si:m 
(Gal/lCSF) 
(Rlvl-B2A 

CANCELS: 
AS1M C79 DATE: 

B-13 
5/27/65 

Antioch, Seattle, Rosario, Jacksonville, 

All Plants 

1350-1525 

13-19 

7-10 

0.2-1.7 

2.5-3.5 

0-35 

4-5 

0-0.75 

0--0.5 

7-8 

HO'YE: .Rotate inventory of Asphalt-\'lax Emulsion. Do not use Emulsion over 
90 days old without pretesting. 

Papel' :,inerw. ui.1enthing Paper both sides (Bulletin ffi.1-Bl A, B, C) 
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OPERATING SPECH1CATII'XS: (Refer to Process Bulletin B--G-2 for General 
Specifications) 

l. Slurry Settir.g Tine, minutes 2-4 

2. \','et Slurry Weight. lbs/cu. ft, 75-85 

Wet Compressive Strength, psi 150-400 
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4. Printing - Use yellow ink for all printinc; em sheathin,s-, 
read 11Water Repellent''. 

Back print:i~1g shalll' 

PRODUCT SPECIFJCATIOi:S: (Refer to Product Bulletin B-G-4 for General 
Specifications) 

VIet \'Ieight (lbs;\.ISF) 

Dry '/Ieight (lbs;ic!SF) 

EvapJration Loss (lbs/,,-iSF) 

Thic:~mess - Average (::_ncb) 

Thickness - Individual reading (inch) ~ 

Edges: 2411 wide she a-ching 
48 11 wide shea1:.hing 

Edge Hard11ess at Take-off (lbs.) 

End Peel after Savring, inch 

Flexural Strength, m:i_nimum 
Across grain (res.) 
Parallel 11 

Deflection at BreakJ r..inimurn 
Across grain (inch) 
Parallel 

Punc!l Teet (1 bs.) 

2850-Jl50 

1850-2050 (Aug. 1950) 

1000-1100 

.480 ... 505 

. 010- from ave:;."'age 

Tongue nnd groove 
Square 

8.0 minimum 

1/8 maximum 

140 
50 

0.30 
0.20 

700-1100 
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PRODUC1' SF"FCIF'IC/~TI Ci,!S: (:S.efc::-- to P::cc;dLct Bulletill P-C-!~ for General 
Sfsei fi.cst:LOl.l[l) 

Tvdst Test, maxj !llllr:l split 
Face (inch) 
Back 11 

HEomer Loss Test, decigram.s 
Indi v:i dual Test, rnaximurn 

Bond at Hit;h Hwnidi ty, maxiGum peel 
Face (inch) 
Bac};: n 

Water Imme!"sion Te,,_;t, 2 Eot:.rs 
t.~axirrnJL.t ·weig:'lt 6ain ( ;~) 

3/L 
3/4 

l/2 
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